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Origin of Maryland Thin Lifts 

Maryland is a long time user of thin 
asphalt overlays to maintain & preserve 
existing pavements 



John Gray 
• Mr. Gray, a native of Arbroath, 

Scotland, was a graduate of St. 
Andrew's University, MS Civil 
Engineering.  

• He accepted a position with 
Montgomery County Maryland as 
Highway Design Engineer.  

• He served in the Seabees in the 
1950s before he was appointed 
Rockville's city engineer in 1957. 

• 1961, Gray became the Director of 
Public Works for Rockville, MD. 



John Gray 

• Gained a national reputation for the 
development and use of inovative standards 
and specifications for asphalt street 
pavements. 

• President of the National Asphalt Pavement 
Association from 1967 until retiring in 1992 

• Helped establish the National Center for 
Asphalt Technology at Auburn University in 
the 1980’s. 



Smooth Seal  



Maryland’s 1980s Marshall Mixes 



MD District Engineers 

Rev 2/87 Rev 6/93

FAA FAA FAA Asphalt Asphalt ASTM ASTM

P 401 P 401 P 401 Inst. Inst. D3515 D3515

3/4 Max 3/4 Max 3/4 Max Surface Surface

Coarse Coarse

P 401 P 401 P 401 1/2"Nom. 3/8"Nom 1/2"Nom. 3/8"Nom SN

3/4 Max 3/4 Max 3/4 Max 5A Mix 6A Mix

19 mm 3/4 100 100 100 100 100 100

15.9 mm 5/8

12.5 mm 1/2 82-100 82-96 79-99  90-100 100 90-100 100

9.5 mm 3/8 68-90 75-89 68-88  90-100  90-100 75-100

4.75 mm #4 50-79 59-73 48-68 45-70 60-80 44-74 55-85

2.36 mm #8 39-69 46-60 33-53 25-55 35-65 28-58 32-67

1.18 mm #16 *29-59 *34-48 20-40 25-45

600 μm #30 20-49 24-38 14-30

300 μm #50 14-38 15-27  9-21  5-20  6-25  5-21  7-23

150 μm #100 *8-25 *8-18  6-16  

75 μm #200 3-8 3-6 3-6 2-9  2-10  2-10  2-10 1-12



PopCorn 

• ¾” Open Graded Lift 

• AC 20 and later on AC 30  

• Several Sheldon G. Hayes Award Winning 
Projects in Maryland 

• Excellent Ride 

• Excellent Friction 

• Low Noise & Reduced Tire Spray 

• Excellent Mat Texture and Appearance 



Budget Tightening 



SuperPave® 

Sieve 

Size
SN 9.5mm 12.5mm 19.0mm 25.0mm

37.5 mm 1.5" 100

25 mm 1" 100 90-100

19 mm 3/4" 100 100 90-100 20-90

12.5 mm 1/2" 100 90-100 23-90

9.5 mm 3/8" 75-100 90-100 28-90

4.75 mm #4 32-90

2.36 mm #8 32-67 28-58 23-49 19-45

1.18 mm #16 25-45

600 μm #30

300 μm #50

150 μm #100

75 μm #200 1-12 2-10 2-10 2-8 1-7

Table 1 – Aggregate Gradation – JMF and Control Point 

Information



SN 



9.5 mm 



SN v/s 9.5 mm 



4.75 mm 

Sieve 

Size
SN 4.75 mm 9.5mm 12.5mm 19.0mm 25.0mm

37.5 mm 1.5" 100

25 mm 1" 100 90-100

19 mm 3/4" 100 100 90-100 20-90

12.5 mm 1/2" 100 100 90-100 23-90

9.5 mm 3/8" 75-100 95-100 90-100 28-90

4.75 mm #4 90-100 32-90

2.36 mm #8 32-67 28-58 23-49 19-45

1.18 mm #16 25-45 30-60

600 μm #30

300 μm #50

150 μm #100

75 μm #200 1-12 6-12 2-10 2-10 2-8 1-7

Table 1 – Aggregate Gradation – JMF and Control Point Information



4.75 mm 



4.75 mm 



District - I      ¾” lifts 

Total Charge Grinding HMA HMA  Superpave

Route Resurfacing Location BMP EMP Miles No. Depth Depth Mix

MD 352 Whitehaven Road to MD 349 East 3.44 10.03 6.59 WI306A58 1-1/2" 1-1/2" 3/4" 9.5mm, W&L, 64-22, L2

(FY12 - 25M State Phase 2 Project) for Tie-ins 3/4" 9.5mm, Surf. 64-22, L2



Perpetual Pavement -  
AN INCH AT A TIME 


